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TEST REPORT
| SAMPLE RECEIVED DATE : 20-02-2021

CUSTOMER NAME & ADDRESS :

SUNRAY CERA
NAVAGAM ROAD
NAVAGAM
THANGADH -363530
GUJARAT

(INDIA)

99252 22 652

HSN No.: 69101000

i‘ SAMPLE DECRIPTION & NAME: Assorted broken pieces of sanitaryware samples and fired MOR bars as submitted by the party.

Name of the Item: Wash basin, Pedestal, E.W.C., Cistern, Squatting pan, Bidet & Accessories and Urinal.

TEST DESIRED |

1 Modulus of Rupture (MOR), kg/cm2 As Per IS 2556 (Part 1) :1994

Determine Water absorption (%)
Crazing resistance

2 Abrasion resistance As Per SASO 1024/25 : 1998
Chemical resistance

Resistance to staining & Burning

\PPROVED BY : VALIDITY OF THE REPORT IS FOR ONE YEAR FROM ISSUE DATE  TESTED BY:
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JAY SOMPURA (LAB ASSISTANT)

I.G. PITHADIA (TECHNICAL MANAGER)




